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‘Requested by:  FLORIM CERAMICHE S.p.A. Via Canaletto, 24 — 41042 FIORANO MODENESE (MO)

?lo.n (date): 24/04/08

Forthe sample  Unglazed ceramic tile of different sizes marked “Brand FLOOR GRES - Serie LESS — Articolo |
|marked: BLACK STRUTTURA CARTA RISO".

ASTM C 1028-07 - Determination of static coefficient of friction

This test method covers the measurement of static slip resistance of ceramic tile or
other like surfaces under both wet and dry conditions while utilizing Neolite heel

assemblies.

PROCEDURE:

‘Slider material: - Neolite -

'Load applied to slider (Kg): 227 1

Resuits

Test condft;n of the surface >/ Average coefficient of friction:(u)
L'Dry — as received | . 0,86 |
Dry — after c!eanf'-hg_— . B 0,87

{Wet (saturate;with distille-d.water) - as recc;iv_ed 0,61

-W;t (saturated with distilled water) — after cleaning 0,61

&

Labomatono iscritto neffafbo del «Laboratori Estemi |Mambro ASTM

n Q ICor.sorzlo universitario par le gestione dal Laboratorio sutonzzato ad efletiuare il
! £ 4 «Centro di ncarca & spenmaentazione per sarvizio d rilevamento dall'inguinamanto Pubblicl & Privati Altamente Qualficati= |
4 s Mindusitia ceramica» atmoglenco {Amarican  Society for
4;% w«é? DPA 10-4-1978 n. BOG Decrato MINISTERQ SANITA 10-8-1974 Decrato MINISTERQ RICERCA SCIENTIFICA 6-8-1983 | Testing and Matanals.
(G.U 20-12-1978 n. 353) {G.U. 14-3-1974 n. 240) | (G.U 6-7-1983 n. 183} |
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