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'On (date): 14/10/09
For the sample  Ceramic tiles of different sizes marked “Unglazed ceramic tiles - Brand FLOOR GRES — Serie |
marked: NATURAL 1.0 — Superficie NATURALE".

ASTM C 1028-07 - Determination of static coefficient of friction

This test method covers the measurement of static slip resistance of ceramic tile or
other like surfaces under both wet and dry conditions while utilizing Neolite heel

assemblies.
PROCEDURE:
Slider matenal ] Neolite
| Load applled to slider (Kg) 227 =]
Results
| Test condition of the surface ! _ Average coef;‘r;e_nt of friction: (,u—)
Dry — as received e [ _D_,B_O__ _
Dry _aﬂer ciea;r;ng 0,81
hW_et (saturated with distilled water) — as received o _0:62 ]
—Wet (saturated with distilled water) — after cleaning I 0,62
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The results reported relate only to the samples tested. No responsibility is taken for the accuracy ofthe- samhllirig';' ‘iiniess iFis done under
our own supervision. The reproduction of this test report is only authorized in the form of a complete phdlegraphlc facsamﬂe Our written
approval is necessary for any partial reproduction. This test report consists of 1 pages, this cover included.. ~ «©
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