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Part. IVA 0094778-0375 according to EN 14411 (ISO 13006)

lRequesled by. FLORIM CERAMICHE S.p.A. Via Canaletto, 24 — 41042 FIORANO MODENESE (MO)
On (date): 03/09/08

For the sample Unglazed ceramic tile of different sizes marked “Brand FLOOR GRES - Serie GLOBE 1.0
marked: BOCCIARDATO".

DIN 51130 (06/2004) — Determination of the anti — slip properties —
Workrooms and fields of activities with raised slip danger, walking
method — ramp test

Surface characteristics Smooth
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Structured
X | Rough
RESULTS
Average total acceptance angle: ‘ 22°

3 2
Movement area (cm /dm ): ‘ ————,

CLASSIFICATION (BGR 181 - 10/2003)

Group of anti — slip properties: ‘ R11

Movement area evaluation group: ‘ r———
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